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TEST REPORT

Number: BKKH14010439

Applicant: SALAMANDER JEWELRY CO., LTD. Date: Aug 15, 2014
128/1 MOO 7, SOl WAT NAKHON CHUENCHUM,
A.SAMPRAN, NAKHONPATHOM 73220 THAILAND
ATTN: K.PATCHARAPORN

Sample Submitted:

Quantity of sample: One (1) bag
Sample description: Black Plastic Bead
Date sample received: August 01, 2014
Date information submitted: August 06, 2014

Client Information:

Sample Name: Bioflex items
Item Name: XSB-1.6-4-BK
F5b- At
i
BKKH14010439
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Test conducted:

As requested by the applicant, for details please refer to attached page(s)
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Conclusion:

Tested sample Client’s requirement Result
Submitted samples Lead content_requirement in Regulation (EU) Pass

No 836/2012 of the REACH Regulation(EC) No
1907/2006 Annex XVII Item 63

Authorized by :
For Intertek Testing Services (Thailand)

Ladidz - 1V

Ladtaka Wongwiboonporn
Laboratory Manager
Hardlines Department
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TEST REPORT

Number: BKKH14010439
Test conducted:

1 Total Lead (Pb) Content
As per Lead content requirement in Regulation (EU) No 836/2012 of the REACH Regulation (EC)
No 1907/2006 Annex XVII Item 63, acid digestion method was used and total Lead content
was determined by Inductively Couple Plasma Optical Emission Spectrometry.

Tested samples Result in % Limit in %
Submitted samples <0.0013 0.05
Remark: < = Less than

% = Percentage based on weight of sample;

Tested component; Black Plastic Bead

Testing period: August 06, 2014 to August 14, 2014
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This report is made solely on the basis of your instructions and/or information and materials supplied by you. It is not intended to be a
recommendation for any particular course of action. Intertek does not accept a duty of care or any other responsibility to any person other than the
Addressee in respect of this report and only accepts liability to the Client insofar as is expressly contained in the terms and conditions governing
Intertek 's provision of services to you. Intertek makes no warranties or representations either express or implied with respect to this report save as
provided for in those terms and conditions. We have aimed to conduct the Review on a diligent and careful basis and we do not accept any liability to
you for any loss arising out of or in connection with this report, in contract, tort, by statute.
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