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QUALITY CERTIFICATE
iE-13%% 5 (Certificate No.) :10-3-30-12
Contract | f“fn#FRK | M5 b4 BEYS SN VR S - S =< S N € T 'Ol I 5 NI 7
Description | Dessignatio Lot No. Heat Condition | Size(mm) | Quantity | Net Specification
No. No. Weight
P.0:153753 | Titanium G23(Gr5-ELI) | 100204-1049 1049 M Dial6émm | / 17.7kgs | ASTMF 136
bar
Mechanical | i £ K & | Tensile Yield Strength A Z ak HV
Property Sample Strength [MPa] Elongation Reduction of
Condition | [MPa] (%] area [%] [J/em]
M 910 855 17 44 / |/
He WG | M A W 4 44 B R T RTmRE|KE 6 OB R
Others Best Test Macrostructure | Macrostructure Dimensional Visual Ultrasonic /
Inspection Inspection Inspection
/ 4% (OK) 4%(0K) k% (OK) HOK) | &% (OK) /
Hpr £ % & 4> Chemical Composition (%)
Location | Ti (il 7N AL [V o [Fe O |C H H'E L& Others
I Top H: Remainder |/ |/ |/ |/]0.012]6.19 | 4.15 | 0.061 | 0.09 | 0.014 0.001 #4 Each<0.10
i Middle | % Remainder |/ |/ |/ |/]|/ / / / / / / M4 Total<0.40
N Bottom | #t Remainder |/ |/ |/ |/]|/ / / / / / / /
Size Dialémm x 2.0meter, 17.7kgs 2010 “F 04 H 06




